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REPORT: 098-1006 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brohm mining corp. 
project: gilt edge

SUBMITTED BY*, J, BARRON 
DATE PRINTED*, 3-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 10 0.002 OPT Fire Asesy

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 10 2 -.150 10 Assay PreF 10
Semple Pickup 1

remarks: final results are reported.

REPORT COPIES TO*, MR, JIM BARRON 
MR, JIM BARRON

INVOICE TO*. MR. JIM BARRON
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REMARKS! FINAL RESULTS ARE REPORTED, 
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REPORT', 098-1006 project: gilt edge page i

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R38-435-0-5 0.014
D2 R88-435-5-10 0.007
D2 R88-435-10-15 0,008
U2 RB8-435-15-20 0.061
D2 RSS -435-20-25 0,017

B2 R88-435-25-30 0.074
K R88-435-30-35 0,043
B2 R83-435-35-40 0,040
D2 R88-435-40-45 0.034
D2 R88-435-45-50 0,010
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

REPORT: 098-1012 ( COMPLETE ) REFERENCE INFO', NONE LISTED

client: brohm mining corp. SUBMITTED BY! J. BARRON
project; gilt edge DATE PRINTED*. 4-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 58 0,002 OPT Fire Asssa

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 58 2 -150 58 Assea Prep 60
Excessive Wetness 1268
Sstiple Pickup 1

REMARKS! 2 SAMPLE COMPOSITES WERE MADE DURING SAMPLE 
PREPARATION, NO CHARGE FOR THESE SAMPLES,

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1012 (COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT! GILT EDGE 

BC 
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NUIU:ER OF LOWER 
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REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 4-0CT-88 

ORDER ELEMENT 

Gold 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

58 

58 0,002 OPT 

SIZE FRACTIONS 

2 -150 

REMARKS! 2 SAMPLE COMPOSITES WERE MADE DURING SAMPLE 
PREPARATION, NO CHARGE FOR THESE SAMPLES, 

,, c.r ·ur\l 1"11r· 1 c. ;:, lUt nr,. J1n ll"nn. t lr. 

MR, JIM BARRON 

NUMBER 

58 

Fi re Assa!:: 

SAMPLE PREPARATIONS NUMBER 

Assa!:/ Prep 
E>:cessi ve Wetness 
Sample Pickup 

cn1,n1(Lf- 1(1~ nn .({r, ri.unn ,uiu 

60 
1268 

1 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

REPORT! 098-1012 project: gilt edge page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS DPT NUMBER UNITS OPT

B2 RS8-435-50-55 0.023 B2 R88-435-260-265 0,036
02 R88-435-55-60 0,021 B2 R88-435-265-270 0,013
D2 R88-435-60-65 0,012 D2 R88-435-270-275 0,016
B2 R88-435-65-70 0,005 D2 R88-435-275-280 0.019
D2 R88-435-70-75 0.008 B2 RS8-435-280-285 0,014

B2 R88-435-75-80 0,007 02 RS8-435-285-290 0,043
D2 RS8-435-80-85 0,007 B2 R88-435-290-295 0.042
C2 R88-435-85-90 0.006 02 R88-435-295-300 0,014
D2 R88-435-90-95 0.008 02 RS8-435-300-305 0,020
D2 R88-435-95-100 0,005 02 R38-435-305-310 0.022

02 RS8-435-100-105 0,003 02 R88-435-310-315 0,030
02 R88-435-105-110 0,008 02 R88-435-315-320 0.034
02 R88-435-110-115 0.003 02 R88-435-320-325 0,055
02 R8S-435-115-120 <0.002 02 R88-435-325-330 0,026
02 R88-435-120-125 <0,002 02 R88-435-330-335 0,019

02 R88-4 35-125-130 0,005 02 R88-435-335-340 0.023
02 R88-435-130-135 0,007 02 R88-435-340-345 0,014
02 R88-435-135-140 0.004 02 R88-435-345-350 0,020
02 R83-435-140-14S 0,009
02 R38-435-145-150 0.007

02 R88-435-150-160 0,012 — ~T yJ §
02 R58-435-160-165 0.010
02 R88-435-165-170 0,009
02 R88-435-170-175 0,016
02 R88-435-175-180 0,011

02 R88-435-180-185 0,008
02 R88-435-185-195 0,006 —- 7"uJ 0
02 R88-435-195-200 0.050
02 R83-435-200-205 0,012
02 R88-435-205-210 0.023

02 RS8-435-210-215 0,049
02 R88-435-215-220 0.018
02 R8S-435-220-225 0,020
02 R88-435-225-230 0.028
02 R88-435-230-235 0.013

02 R88-435-235-240 0,006
02 R88-435-240-245 0,018
02 R88-435-245-250 0,020
02 R88-435-250-255 0,015
02 R88-435-255-260 0.013

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT : 098-1012 

SAMPLE ELEMENT 
NtlMP.ER UNITS 

D2 R88-43S-S0-55 
D2 R88-43S-5S-60 
D2 R88-43S-60-6S 
D2 R88-435-6S-70 
D2 R88-435-70-75 

D2 R88-435-7S-80 
D2 RBB-435-80-85 
D2 RBB-435-85-90 
D2 RBB-435-90-95 
D2 R88-43S-95-100 

D2 RSS-435-100-105 
D2 R88-435-10S-110 
02 R88-435-110-11S 
D2 R88-435-11S-120 
D2 RBB-435-120-125 

D2 R88·435-125-130 
D2 R88-435-130·· 13S 
D2 R88-435-13S-140 
D2 R88-43S-140-145 
D2 R88-43S-145-1SO 

D2 RSB-435-150-160 
D2 R88-43S-160-16S 
D2 RSB-435-165-170 
D2 R88-435-170-175 
112 RSS-435-175-180 

n2 R88-43s-1eo-18s 
D2 R88-43S-185-195 
D2 R88-43S-195-200 
D2 R88-43S-200-205 
DL RBS-435-205-210 

02 RSS-435-210-215 
n2 RBB-435-215-220 
02 RSS-435-220-225 
D2 R83 435-225-230 
n;: R88-435-230··235 

02 F:t'.8-435-235-240 
.ll'.' R88··4.!5··240-245 
11 :e. RBS-435-245-250 
!12 ~:SU-435-250-25'.': 
D2 R88··4~-S-25S-260 

Au 
OPT 

0,023 
0,021 
0,012 
0,005 
0,008 

0,007 
0,007 
0,006 
0,008 
0,005 

0,003 
0,008 
0,003 

<0,002 
<0,002 

0,005 
0,007 
0,004 
0,009 
0,007 

0,012 
0,010 
0,009 
0,016 
0,011 

0,008 
0,006 
0,050 
0,012 
0,023 

0,049 
0,018 
0,020 
0,028 
0,013 

0,006 
0, 018 
0,020 
0,015 
0,013 

~. BC 
BONDAR-CLEGG 

I PROJECT: GILT EDGE 

SAMPLE ELEMENT Au 
NUMBER UNITS OPT 

D2 RSB-435-260-265 0,036 
D2 RBB-435-265-270 0,013 
D2 RSB-435-270-275 0,016 
D2 RBS-435-275-280 0,019 
D2 RSS-435-280-285 0,014 

D2 RSS-435-285-290 0,043 
D2 RBS-435-290-295 0,042 
D2 R88-435-29S-300 0,014 
D2 RSS-435-300-305 0,020 
D2 R88-435-30~-310 0.022 

D2 RSS-435-310-315 0,030 
D2 RSB-435-315-320 0,034 
D2 R88-43S-320-325 0,055 
D2 RSB-435-325-330 0,026 
D2 RSS-435-330-335 0,019 

I12 RBB-435-335-340 0,023 
D2 RBB-435-340-345 0,014 
D2 RBS-435-345-350 0,020 

~ ; "/.J ) 

- I ,1 r) 

Geochemical 
Lab Report 

PAGE 1 



BC
BONDARCLEGG

■:»

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHH HIKING CORF'. 
HR, JIH BARRON 
P.0. BOX 485 
DEADUOGPj SB 
57732

Invoice 1 12964? P3de 1

Date : 12-0CT-88

Report No! 098-1012 
Project : GILT EDGE 

Reference*. NONE LISTEB

58 Analyse: of Hold at f 6.50 i 377,00
Subtotal i 377,00 i 377,00

Saerle Preparation
56 Samples of Assay Prep at 1 3.00 1 168,09

1268 Saseles of Excessive Me tries ; at 1 0,15 I 190.20
1 Saaple of Saaple Pickup at 112,00 i 12,00

Subtotal t 370.20 i 370.20

Hiscellsneous Charges
' 4S S.B. STATE SALES TAX t 12,57

21 OEAWirt CITY SALES TAX i 6.28
Legs*. 2 AU ASSAYS 0 IS.50 i 13.00

Subtotal t 5.85 f 5.85

Invoice Totalt 1 753.05 U.S

•4s “ %•-. -

BHOHr-i c-Wo.iO o.r

pi itti <m | j r»,

>jr • - ...* N *pippIIfiN
! W tLh lh s 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

tf? W .V.* V‘ Vi' .jjh.
****»*•.*»■■«• ^ Vrw-'

BC 
BONQAR-CLEGG 

., .. 

PJ;·(!Htt 11H/HIG COVi , 
MR. JIM MR20/l 
F',O. BOX 4£5 
DEADCOCD, sr1 
5nz2 

r:o ,~. lc. J !!a,f?. ~f !iold .,,, 

S11L1total 

Si-:.~le f·reH r c: t: or 
':6 Ser,~les of j;s~,z Fre? 

. ' 

1268 S::t.iPll:'S - E ~- , .. e=~ l v: ,. etrse: 5 . 
1 a::il?le of S,mi>le r'lcl C...r 

'-.lj tct.il 

111 sre l ! 2neou:. Ch. rge 
I~ S,D, ;rr.r: Stt~Es r X 
:?: [tin• 01 1r1 CITY :.ALES TAX 

, as;: 2 HU ASa~r: ~ ~.~o 
:uM~tcl 

•.f 
'" 

C: 

·t 
~t 

! 

! 
.t ., 

1~-ocr-ee 

Re,ort Hu: OQS-1~!2 
ProJect : EILT EDGE 
~ _ r •'e' c< : lilJtJf ~ 'S £.1 

.... 50 ! Z""'l' .00 
3-:t"" tOC . 'l"'?~ '. 

3,00 ! 1~s,,:w, 
(,, ~5 i ml.:?' 

.oo 

11.:.or i t:' .,{, 
t ::-~r~. 2v . 3""C.2C 

. 12+S~ : 
; -~~ 

t !3.00 
C' ()-

* - ,8'i -. ~ 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 '

BONDAR-CLEGG

Geochemical
Lab Report

t 

r 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ' 

BROHN NHHIJG CORF', 
liR, JIH BARRON 
P,O, BOX 435 
DEADWOOD, Sil 
57732 

+ 

., C 
BONDAR-CLEGG 

t t t 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 v

BC
BONDAR-CUEGG

Geochemical
Lab Report

REPORT: 098-1035 ( COMPLETE ) REFERENCE INFOt NONE LISTED

client: brohh mining corp. submitted by: j, barron

project: none listed date printed: 30-SEP-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LOWER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 43 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 43 2 -150 43 Assay Prep 43
Excessive Wetness 1059

Ssaele Pickup 1

I 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1~ ~ 

REPORT! 098-1035 ( COMPLETE J 

CLIENT! BROHN MINING CORP, 
PROJECT: NONE LISTED 

ORDER 

1 Au 

ELEffENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

43 

BC 
BONDAR-CLEGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

43 0,002 OPT 

SIZE FRACTIONS 

2 -150 

NUHFER 

43 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 30-SEP-88 

METHOD 

Fi re Assa~ 

SAMPLE PREPARATIONS NUMBER 

Assa~ Prep ,1'7 -,~• 

E>:cessiYe !Jp t.ness 1059 
Salli?le PickuP 

REMARKS: FINAL RESULTS ARE NOW ALL REPORTED, 

REPORT COPIES TO! HR, JIN BARRON INVOICE TO ! HR, JIM BARRON 
Mti • Tll'f MUh'>mN 



>

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

*

f BONDAR-CLEGG

Geochemical 
Lab Report

REPORT! 098-1035 project: rone listed page i

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

SAMPLE
NUMBER

ELEMENT
UNITS

Au
OPT

D2 R88-435-350-355 0.016 
D2 R88-435-355-360 0.040 
D2 R88-435-360-365 0.020 
D2 R8S-435-365-370 0.044 
D2 R88-435-370-375 0,088

D2 R88-435-375-380 0.114
D2 R88-435-380-385 0,020
D2 R88-4Z5-385-390 0,030
D2 R88-435-390-395 0.020
D2 R88-435-395-400 0,032

D2 R88-435-400-405 0,036
D2 R88-435-405-410 0,023
D2 R88-435-410-415 0.027
D2 RS8-435-415-420 0,030
D2 R88-435-420-425 0,034

D2 R88-435-425-430 0,031
D2 R88-435-430-435 0,028
D2 R88-435-435-440 0,033
D2 R8S-435-440-445 0.015
D2 R88-435-445-450 0,024

D2 R88-435-450-455 0,024
D2 R8B-435-455-460 0,032
D2 R88-435-460-465 0,043
D2 R88-435-465-470 0.038
D2 R88-435-470-475 0.032

D2 R88-435-475-480 0.034 
D2 R88-435-4S0-485 0,033 

D2 R88-435-485-490 0.026 
D2 R88-435-490-495 0,023 
D2 R88-435-495-500 0.030

B2 R88-435-500-505 0.195 
D2 R88-435-505-510 0.359 
D2 R88-435-510-515 0,015 
D2 R88-435-515-520 0.021 
D2 R88-435-520-525 0,032

D2 R88-435-525-530 0.033 
D2 R88-435-530-535 0.033 
D2 R8S-435-535-540 0.044 
D2 RS8-435-540-545 0,041 
D2 R88-435-545-550 0.052

I BBOHW WfWHG CO* '

D2 R88-435-550-555 0.024 
D2 R8B-435-555-560 0.026 
D2 R88-435-560-565 0.024

r - --

> 
Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 ~ , 

REPORT! 098-1035 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 R88-435-350-355 
D2 R88-435-355-360 
D2 R88-~35-360-365 
fl2 RSS-435-365-370 
D2 R88-435-370-375 

D2 RBB-435-375-380 
D2 RBB-435-380-385 
D2 RBB-435-385-390 
D2 RBB-435-390-395 
D2 RBB-435-395-400 

D2 RBB-435-400-40~ 
D2 RBB-435-405-410 
D2 RSB-435-410-415 
It2 RBB-435-415-420 
D2 RBB-435-420-425 

D2 RBB-435-425-430 
D2 RBB-435-430-435 
D2 RBB-435-435-440 
D2 RBB-435-440-445 
D2 RBB-435-445-450 

D2 RBB-435-450-455 
D2 RBB-435-455-460 
D2 RBB-435-460··46!-i 
D2 RBB-435-465-470 
D2 RBB-435-470-475 

D2 RBB-435-475-480 
D2 RBB-435-480-485 
D2 RBB-435-485-490 
D2 RBB-435-490-49, 
D2 RBB-435-495-500 

D2 RBS-435-500-505 
D2 RBB-435-505-~,1 0 
D2 RBB-435-510-515 
D2 RBS-435-515-520 
D2 RBS-435-520-525 

D2 RBB-435-525-530 
D2 RBS-435-530-535 
D2 RBB-435-535-540 
D2 RBB-435-540-545 
D2 RBB-435-545-550 

Au 
OPT 

0,016 
0,040 
0.020 
0,044 
0,088 

0,114 
0.020 
0,030 
0.020 
0,032 

0,036 
0,023 
0,027 
0,030 
0,034 

0,031 
0,028 
0,033 
0,015 
0,024 

0,024 
0,032 
0,043 
o.o:rn 
0,032 

0,034 
0,033 
0,026 
0,023 
0,030 

0,195 
0,359 
0,015 
0,021 
0,032 

0,033 
0,033 
0,044 
0,041 
0,052 

BC 
BONDAR-CLEGG 

SAMPLE 
NUMBER 

I PROJECT: NONE LISTED 

ELEMENT 
UNITS 

Au 
OPT 

D2 RBB-435-550-555 0,024 
D2 RBB-435-555-560 0,026 
D2 R88-!i35-560-565 0,024 

Geochemical 
Lab Report 

PAGE 1 

---, 
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Bondar-O'legg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

El ROHM MINING CORF . 
MR. JIM BARRON 
P.G. BOX 485 
DEADW000* SO
57732

Invoice t 1 2896 > Fade 1 

Date t 30-SEP-88

Report No I 
Project 1

K* f o pia r*» i ' o *

099-1035 
NONE' LISTED
WiltlC I TCTCTl

43 Analyses of Gold at * 6.50 * 279,50
Sub toti l % 279,50 i 279.50

mp 1 e Pt-ereretion
43 Samples of Assay Prep a t % 3.00 1 129,00
59 Semples of Excessive Wetness at * 0,15 * 158.85

1 Semple of SasplV PitTuiP at *1 2.00 $ 12,00
Subtotal $ 299.85 » 299.85

ellarieous Charsies
4% S.P» STATE SALES TAX i 10,27
2% DEAOWOOD CITY SALES TAX ♦ 5.14

Subtotal * 15.41 * 15.41

.Invoice Tot a 1 l $ 594.76

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bondar-Cltgg, Inc. 

12980Wc,st Cedar Dr. 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Tclex:4S-@3 

l 

I l 

I L 

T 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

1 

t '5 • 

LI 



Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

Geochemical
Lab Report

+ 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

BROHM MINING CORP, 
l'IR, JIM BARRON 
f',O. BOX 485 
DEADWOOD, SI! 
57732 

+ 

.BC 
BONDAR-CLEGG 

+ + + 

Geochemical 
Lab Report 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 

• * BONDAR-CLEGG

Geochemical
Lab Report

REPORT; 098-1040 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client; brohm mining corp. 
project; none listed

submitted by: j, barrow

DATE PRINTED: 25-SEP-83

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 3 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 3 2 -150 3 Assay Prep 3
Excessive Wetness 64

remarks: final results are reported.

REPORT COPIES TO: MR. JIM BARRON 

MR. JIM BARRON
INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Or. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-1040 ( COlfPLETE l 

CLIENT! BROHM MINING CORP 
PROJECT! NONE LISTEO 

ORDER 

1 Au 

ELEMENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

NUMBER 

3 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO: MR. JIM BARRON 
HR, JIN BARRON 

-BC 
BONDAR-CLEGG 

NUl'I.BEF' OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO! NOtlE LISTED 

SUBMI TTED llY! J, BAf.:F:OU 
MTE f'R!NTEO! 25-SEF·-sa 

AN~L YSES [HEC1 IO,/ LIMIT EXTRACTION METHOD 

3 0,002 OF'T 

SIZE FRACTIONS N!JMBER 

2 -150 3 

Fire Assa~ 

SAMPLE PREPARATIONS NUMBER 

As =•o=- f rep 
Excessive Uetnes; 

ItlVOICE TO! MR, JIM MRRON 

3 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1~ 

.-

REPORT: 098-1040 

SAMPLE 
NUMBER 

ELEl'IENT 
UNITS 

Au 
OPT 

D2 RBB-435-565-570 0.017 
D2 RBB-435-570-575 0,010 
D2 RBB-435-575-580 0,046 

BC 
BONDAR-CLEGG 

I PROJECT: NONE LISTED 

Geochemical 
Lab Report 

F'AGE 1 



Bondar-Qegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BONDAR- CLEGG

BF'OHM MINING CORF. 
MR* JIM BARRON 
F * 0. BOX 489 
DEAOUOGD r SB

Invoice ** 127B5f Pesfe 1

lute : 26-3EP-S8

Report, Nut 098-10 4 0 
Project t NONE LISTED 
Reference: NONE LISTED

^,v,3 Analyses of Gold 
Subtotal

at % 6*50 *
I

19*50 
19,50 * 1.9.50

S a »i r 1 e Pro e a r & 11 o ri
3 Samples of Asisau Prep 

64 Sent:-lee of Excessive Wetness 
Subtotal

at, * 3*00 * 9,00
st > 9.15 t 9*60

* 18.60 * 18*60

Mis.ce 11 sneous Chersfes
4% S.D* STATF SALES TAX 
2X DEADWOGP CITY SALES TAX 

Subtotal

I 0*62
* 0.31
* 0*93 * 0.93

Invoice Totel* * 39.03 U.S

S' t O

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

Bondar-Clegg, Inc. 

12980 Wes1 Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693 ,,, 

r H Ml 'H 
J1 E< 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

GG 

F ... 1 

- - Ei: -

9 - -1" ') 
ION LIC:TEJ 
0 E L F 

0 ..,. 

1 ~ 

1 -> 

(' .. , 
r ., 'l . Q1 



3. BARRON 07/09/88'TITLE 03-10-88 10:00:52 098-1006 
'CLIENT BROHM MINING CORP.
'PROJECT GILT EDGE #SAMPLES: 10 REFERENCE: NONE LISTED
'SPECIAL VALUES"
' IS Insufficient Sample"
‘ -9 No Value Recorded"
' Values above the upper limit are shown as +uplimt"
' Values below the lower limit are shown as -lolmt (ie not detected)"
DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS
OPT' 01 Au FA

'SAMPLE PREPS"
' 40 SAMPLE TYPE-D
' 41 P17— 10
' 42 P23= 1
'REMARKS"
' 50 FINAL RESULTS ARE REPORTED
!****!■

10 0.002 99.999 Results

DRILL CORE 
Assay Prep 
Sample Pickup

Reported

"FORMAT (A 8 .ix. A1» A1,1X,A20,1(1X,A7,A1))“
"BEGIN " "Type" "Frac" "Sample ID" " Au"
"10060001" " D " it ^ *• "R88—435—0-5 0.014
"10060002" "D" "2" "R 8 8 — 4 3 5 — 5 — 10 0.007
"10060003" " D " M 2 n "R88—435-10-15 0.008
"10060004" " D " "2" "R88-435-15-20 0.061—

IS - (So"10060005" II Q II "2" "R88 — 435 —20 — 25 0.017-
"10060006" " D " n 2 ■■ "R88—435-25-30 0.074 — /
"10060007" " q ii "2" "R88—435—30-35 0.043 — <s^,o3b

"10060010" " D " II 2 *• "R88—435—35-40 0.040—
"10060011" " D " ii 2 "R88-435—40-45 0.034—
"10060012" " D " " 2 " "R88 —435 — 45 —50 0.010
'END"

II

✓ 

"TITLE 03-10-88 10:00:52 098-1006 
"CLIENT BROHM MINING CORP. 

J. BARRON 07/09/88" 
II 

"PROJECT GILT EDGE #SAMPLES: 10 REFERENCE: NONE LISTED 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 
"Values above the upper limit are shown as 
"Values below the lower limit are shown as 
"DETERMINATIONS" 
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT 
" 01 Au FA 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 10 
42 P23= 1 

REMARKS" 

OPT 10 0.002 

DRILL CORE 
Assay Prep 
Sample Pickup 

50 FINAL RESULTS ARE REPORTED. 
****II 

99.999 

FORMAT (A8,1X,A1,Al.1X,A20 0 l(lX,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID II II 

'10060001" "0" "2" R88-435-0-5 
10060002" II D II "2" R88-435-5-10 
10060003" 110 II "2" R88-435-10-15 
10060004 "0" '2 R88-435-15-20 
10060005 "D" 2 R88-435-20-25 
10060006 110 II 2 R88-435-25-30 
10060007 "011 2 R88-435-30-35 
10060010 II D II 2 R88-435-35-40 
10060011 "D II 2 R88-435-40-45 
10060012 "D II 2 R88-435-45-50 
END II 

+uplimt" 
-lolmt (ie not detected)" 

COMMENTS" 
Results Reported II 

II 

II 

II 

II 

Au" 
0.014 
0.007 
0.008 
0.061-
0.017- /S- eo 
0.074- I 
0.043- 4~ ~,tJ3G 
0. 040-
0.034-
0.010 

II 



J. BARRON 13/09/88"

58 REFERENCE: NONE LISTED

TfTt'F~6 4^1Gr-8 8 10 : 12:11 098-1012
CLIENT BROHM MINING CORF.
PROJECT GILT EDGE #SAMPLES:
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are shown as +uplimt"
Values below the lower limit are shown as -lolmt (ie not detected)

DETERMINATIONS"
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

OPT 58 0.002 99.999 Results Reported' 01 Au FA
'SAMPLE PREPS"
1 40 SAMPLE TY P E-D
1 41 P17= 60
1 42 P64=1268
1 43 P 2 3= 1
'REMARKS"
1 50 2 SAMPLE COMPOSITES WERE MADE DURING SAMPLE
' 51 PREPARATION. NO CHARGE FOR THESE- SAMPLES.

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup

II * * * * II
"FORMAT ( A 8,1X 
"BEGIN " "Type
"10120001"

"10120002"

"10120003"
"10120006"
"10120007"
"10120008"
"10120009"
"10120010"

"10120011"

"10120012"

"10120013"
"10120014"
"10120015"
"10120016"
"10120017"
"10120018"
"10120019"
"10120020"

"10120021"

"10120022"

"10120023"
"10120024"
"10120025"
"10120026"
"10120027"
"10120028"
"10120031"
"10120032"
"10120033"
"10120034"
"10120035"
"10120036"
"10120037"
"10120038"
"10120039"
"10120040"
"10120041"
"10120042"
"10120043"
"10120044"
"10120045"
"10120046"

"D" 
"D" 
" D " 
"D" 
" D " 
"D" 
" D " 
"D" 
" D " 
" D " 
"D" 
"D" 
" D " 
" D " 
"D" 
" D " 
" D " 
" D " 
" D " 
"D" 
" D " 
" D " 
" D " 
" D " 
"D" 
" D " 
"D" 
"D" 
" D " 
"D" 
" D " 
" D " 
" D " 
" D " 
" D " 
" D " 
"D" 
"D" 
" D " 
" D "
ii o ,i
" D "

,A1,A1,IX 
" "Frac" 

"2" " R 8 8
tl 2 11 

11 2 11 
"2" 
ii 2 i»

"2" 
ii 2 ii

"2" 

" 2 "
ii 2 ■■ 

"2" 
"2" 
ii 2 •' 

i, 2 ii 
M 2 " 

"2" 
"2" 
"2" 
" 2 " 
"2" 
" 2 " 
"2" 

ii 2 ii

"2" 

ii 2 ii 

M 2 « 
ii 2 n 

ii 2 ii

"2" 

I, 2 M

"2" 

i, 2 " 

" 2 " 
" 2 " 
"2" 

it 2 *i

" 2 " 
"2" 

ii 2 I*

"2" 

"2" 

ii 2 11

" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R88 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R88 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8 
" R 8 8

,A20,1(1X,A7,A1))" 
"Sample ID" 
-435-50-55 
-435-55-60
-435-60-65
-435-65-70
-435-70-75
-435-75-80
-435-80-85
-435-85-90
-435-90-95
-435-95-100
-435-100-105
-435-105-110
-435-110-115
-435-115-120
-435-120-125
-435-125-130
-435-130-135
-435-135-140
-435-140-145
-435-145-150
-435-150-160
-435-160-165
-435-165-170
-435-170-175
-435-175-180
-435-180-185
-435-185-195
-435~19"5~200

-435-200-205
-435-205-210
-435-210-215
-435-215-220
-435-220-225
-435-225-230
-435-230-235
-435-235-240
-435-240-245
-435-245-250 
-435-250-255 
-435-255-260 
-4 3 5 - 2 6 0 - 263-
-435-265-270

Au" 
023 — 

. 021 —

|b -6<p „

0, 
0 
0,

012
005 
008 
007
007
006
008 
005 
003 
008
003 

002 
002
005 
007
004
009
007 
012
010 
009 
016 
011
008
006
050-
012-

023-

049-
018-

020
.028-

(SS- -2.30

35 &
,oz9

0, 
0 

0 ,

013
006
018
,020-

015-
013-

-0-3_6_

2A'^''z<0^

zda, .o'l!

0.013 -

11 Tl'1l:'t~ll".::.10'-~8 10: 12: 11 098-1012 
CLIENT BROHM MINING CORP. 
PROJECT GILT EDGE #SAMPLES: 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

J. BARRON 13/09/88" 
11 

58 REFERENCE: NONE LISTED 

Values above the upper limit are shown as 
'Values below the lower limit are shown as 
DETERMINATIONS" 

+uplimt" 
-lolmt (ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 58 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 
42 P64=1268 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

11 
11 
II 

II 

50 2 SAMPLE COMPOSITES WERE MADE DURING SAMPLE 
51 PREPARATION. NO CHARGE FOR THESE SAMPLES. 

**** fl 
FORMAT (A8,1X,Al,Al,1X,A20,1(1X,A7,Al))" 
BEGIN " "Type" "Frac" "Sample ID" II Au" 
10120001" D" "2 R88-435-50-55 II 0. 023 -
10120002" 
10120003" 

"10120006" 
"10120007" 
11 10120008" 
11 10120009" 
11 10120010 11 
11 10120011 11 
II 10120012 II 

0" "2 
D 11 II 2 
011 II 2 
D 11 II 2 
0 II II 2 

D" "2' 
IO 11 112 

D" 2 
D " 2 

"10120013" D" 2 
II 10120014 11 0 11 2 
"10120015" D" 2 
"10120016 11 0' 2 
"10120017" D 2 
11 10120018" 0 2 
"10120019" D 2 

10120020" 0 "2 
10120021" D "2 
10120022 11 D "2 
10120023 D "2 
10120024 0 "2 
10120025 D 2 
10120026 D 2 

'10120027 D 2 
10120028 D 2 
10120031 D 2 
10120032 D 2 
10120033 D" 2 
10120034 0" 2 
10120035 D" 2 
10120036 "0" 2 
10120037" "D" '2 
10120038" "0 "2" 
10120039" "D "2" 

R88-435-55-60 " 0. 021-
R88-435-60-65 " 0.012 
R88-435-65-70 " 0.005 
R88-435-70-75 " 0;008 
R88-435-75-80 " 0.007 
R88-435-80-85 0.007 
R88-435-85-90 0.006 
R88-435-90-95 0.008 
R88-435-95-100 0.005 
R88-435-100-105 0.003 
R88-435-105-110 0.008 
R88-435-110-115 0.003 
R88-435-115-120 -0.002 

"R88-435-120-125 -0.002 
"R88-435-125-130 0.005 
"R88-435-130-135 0.007 
"R88-435-135-140 0.004 
"R88-435-140-145 0.009 
"R88-435-145-150 0.007 
"R88-435-150-160 0.012 
'R88-435-160-165 0.010 

R88-435-165-170 0.009 
R88-435-170-175 " 0.016 
R88-435-175-180 " 0.011 
R88-435-180-185 " 0.008 
R88-435-185-195 " 0.006 
R88-435-196-200 " 0.050-
R88-435-200-205 11 0.012-

, R88-435-205-210 " 0. 023-
R88-435-210-215 " 0. 049-
R88-435-215-220 11 0.018-
R88-435-220-225 11 0. 020 -
R88-435-225-230 11 0.028-
R88-435-230-235 11 0.013 
R88-435-235-240 " 0.006 
R88-435-240-245 " 0.018 

11 
11 

'10120040" "D "2' 
10120041" "D "2 
1012 004 2" "O 11 2 
10120043" "D "2 

'R88-435-245-250 " 0. 020- - 2' ,,,...-Z.4"::) -- ,o':::> 

10120044" "0 
10120045" 

"2 
"DI II 2 

1012004 6 11 11 D" II 2 

11 R88-435-250-255 " 0. 015· 
11 R88-435-2s5-260 " 0. 01s- -io'~ .az./ 
II R 8 8-4 3 5-2 6 0- ~...5, ____ 11 __ _..,0---0...3.._o,_ ________ _ 
11 R88-435-265-270 11 0.013-

II 

11 



10120047" "D" "2" "R88-
10120048" " D " "2" " R 8 8 —
10*12'0®'4 9* D *' "2" " R 8 8 —
10120050" " D " "2" " R88 —
10120051" ii D" "2" " R 8 8 —
10120052" "D" " 2 " "R88-
10120053" " D " "2" "R88-
10120056" " D " M 2 H "R88-
10120057" " D " " 2 " " R 8 8 —
10120058" II Q II " 2 " "R88-
10120059" " D " n ^ "R88-
10120060" " D " " 2 " "R88-
10120061" " D " ,,2" " R 8 8 —
10120062" " D " "2" " R 8 8 —
10120063" i, D „ n ^ " R88 —
10120064"

END"

" D " "2" " R 8 8 —

-270-275
-275-280
-280-285

II

II

It

0.016
0.019
0.014

-285-290 H 0.043 —
-290-295 II 0.042 —
-295-300 II 0.014-
-300-305 II 0.020—
-305-310 II 0.022 —
-310-315 II 0.030 —
-315-320 II 0.034 —
-320-325 II 0.055 —
-325-330 II 0.026 —
-330-335 II 0.019-
-335-340 II 0.023 —
-340-345 II 0.014-
-345-350 H 0.020-----

4 3 5
435
435
435
435
435
435
435
435
435
435
435
435
435
435
435

11 10120047 11 II D II 11211 11 R88-435-270-275 II 0.016 
II 10120048 II II D II 1121 'RSB-435-275-280 II 0.019 
II 1 (lf,l 2101i~ 9"" "D ,, 112 R88-435-280-285 II 0.014 
11 10120050 11 II D II 2 R88-435-285-290 0. 043-
11 10120051 11 110 II 2 RBB-435-290-295 0. 042- zss- 58° 11 10120052" "D "2 RBB-435-295-300 0. 014-
10120053 11 II D 2 RBB-435-300-305 0.020-
10120056 11 "D 2 RBS-435-305-310 0. 022-
10120057" D 2 RBS-435-310-315 0.030-
10120058 11 0' 2 R88-435-315-320 " 0.034-
10120059 11 D II 2 RSB-435-320-325 II 0. 055-
10120060" D II 2' RBS-435-325-330 II 0. 026-
10120061 11 D II 211 RBS-435-330-335 " 0.019-

11 10120062" D II 2" RBB-435-335-340 " 0. 023 -
"1012 0063" D" 2 II R88-435-340-345 " 0.014-
II 1012006 4 II D" 211 RSB-435-345-350 II 0. 020-
II END II 

~ 



43 REFERENCE: NONE LISTED

"TITLE 30-09-88 10:51:13 098-1035 J. BARRON 
"CLIENT &ROHM MINING CORP.
"PROJECT NONE LISTED #SAMPLES:
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"
" Values above the upper limit are shown as +uplimt"
” Values below the lower limit are shown as -lolmt 
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS'

13/09/88"

(ie not detected)

" 01 Au FA
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D

OPT 43 0.002 99.999 Results Reported

DRILL CORE
41 P17- 43 Assay Prep
42 P64-1059 Excessive Wetness
43 P23= 1 Sample Pickup

REMARKS"
50 FINAL RESULTS ARE NOW ALL REPORTED.

W * * * II
FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
BEGIN " "Type" "Frac" "Sample ID"

II
<1
II

" Au"
10350001" "D" "2" "R88—435—350-355 II 0.016
10350002" "D" u 2 " "R88-435—355-360 II 0.040-
10350003" "D" "2" "R88-435—360-365 II 0.020 —
10350004 " "D" " 2 " "R88—435—365-370 II 0.044 —
10350005" " D " "2" "R88-435—370-375 II 0.088 —
10350006" " D " H 2 •• "R88-435—375-380 II 0.114 —
10350009" " D " "2" "R88—435—380-385 II 0.020 ~
10350010" "D" " 2 " "R88—435-385-390 II 0.030 —
10350011" " D " "2" "R88—435-390—395 , II 0.020 —
10350012" " D " "2" "R88—435-395-400 II 0.032 ~
10350013" " D " "2" "R88 —435 — 400 —405 II 0.036 ~
10350014" "D" "2" "R88—435—405-410 II 0.023-
10350015" " D " " 2 " "R88—435—410-415 II 0.027 —
10350016" " D " ii 2 ** "R88—435-415-420 M 0.030
10350017" "D" " 2 " "R88-435-420-425 II 0.034 —
10350018" " D " " 2 " "R88—435—425-430 II 0.031 —
10350019" " D " "2" "R88 — 435 — 430 —435 II 0.028 —
10350020" " D " "2" "R88—435—435—440 II 0.033—
10350021" "D" it 2 ■■ "R88—435—440-445 II 0.015-
10350022" " D " "2" "R88-435—445-450 II 0.024 —
10350023" " D " " 2 " "R88—435—450-455 II 0.024 —
10350024" " D " "2" "R88—435—455-460 II 0.032 —
10350025" "D" "2" "R88—435-460-465 II 0.043 —
10350026" " D " "2" "R88—435—465-470 II 0.038 —
10350027" "D" "2" "R88 — 435 —470 —475 II 0.032 —
10350028" " D " "2" "R88—435-475-480 II 0.034 —
10350029" " D " " 2 " "R88—435-480—485 II 0.033 —
10350030" " D " "2" "R88—435-485-490 II 0.026 —
10350031 " " D " "2" "R88—435—490-495 II 0.023 —
10350034" "D" ii 2»» "R88 — 435 — 495 —500 II 0.030 —
10350035" " D " " 2 " "R88—435—500—505 II 0.195—
10350036" " D " " 2 " "R88-435-505-510 II 0.359 —
10350037" " D " "2" "R88—435-510-515 II 0.015-
10350038" "D" " 2 " "R88-435—515-520 II 0.021 —
10350039" " D " "2" "R88 — 435 — 520-525 II 0.032 —
10350040" " D " " 2 " "R88-435—525—530 II 0.033 —
10350041" " D " "2" "R88—435—530—535 II 0.033 —
10350042" ii D ,i ii 2 ** "R88—435—535—540 II 0.044 —
10350043" " D " ii 2 M "R88—435—540—545 II 0.041 —
10350044 " " D " "2" "R88—435—545-550 II 0.052 —
10350045" " D " " 2 " "R88—435—550-555 II 0.024 —
10350046" " D " "2" "R88-435-555-560 - 0.026 —
10350047"
END"

" D " "2" "R88-4 35-560-j^65^ , 11 0.024----

J?

Zp'Js&lQ

1

&

i)

1/?

"TITLE 30-09-88 10:51:13 098-1035 
"CLI:ij:NT ~.R_OHl{ MINING CORP. 
"PROJECT NONE LISTED #SAMPLES: 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 

J. BARRON 13/09/88" 
" 

43 REFERENCE: NONE LISTED 

"Values above the upper limit are shown as +uplimt" 
"Values below the lower limit are shown as -lolmt 
"DETERMINATIONS" 

(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 43 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 43 
42 P64=1059 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sample Pickup 

50 FINAL RESULTS ARE NOW ALL REPORTED. 
**** II 
FORMAT (A8.1X,Al,Al,1X,A20,1(1X,A7,A1))" 

'BEGIN " Type" "Frac" "Sample ID" 
10350001 D "2 "R88-435-350-355 
10350002 D "2 "R88-435-355-360 
10350003 D 
10350004 D 
10350005 
10350006 

D 
D 

10350009' "D 
10350010" "D 
10350011" "D 

I 10350012 I 
11 0 

10350013 'D 
10350014 D 
10350015 D 
10350016 D 
10350017 D 
10350018 D 
10350019 D 
10350020' D 
10350021 D 
10350022 'D 
10350023 D 
10350024 D 
10350025 D 

'10350026 D 
10350027 D 
10350028 D 
10350029 D 
10350030 "0 
10350031 "D 
10350034 "0 
10350035 "D 
10350036' "0 
10350037 "D 
10350038 "D 
10350039 'D 
10350040 D 

"10350041 D 
'10350042 D 
10350043 D' 
10350044 0" 
10350045 D" 
1 0·3 5 0 0 4 6 " ' D " 
103500 4 7" 11 D" 
END II 

"2 
II 2 
II 2 
II 2 
"2 
II 2 
"2 
II 2 
'2 

~ 
2 
2' 
2 II 
2" 
2 II 
2" 

'2 
2 
2 
2 
2 
2 
2 
2' 
2" 

I 211 
II 2" 
II 2 II 
"2" 
II 2 II 
II 2 II 
II 2" 

2 
2 
2 
2 
2 
2 

"2 
II 211· 
II 2" 

"R88-435-360-365 
"R88-435-365-370 
R88-435-370-375 
R88-435-375-380 
R88-435-380-385 
R88-435-385-390 
R88-435-390-395. 
R88-435-395-400 

'R88-435-400-405 
"R88-435-405-410 
"R88-435-410-415 
R88-435-415-420 
R88-435-420-425 
R88-435-425-430 
R88-435-430-435 
R88-435-435-440 
R88-435-440-445 
R88-435-445-450 
R88-435-450-455 
R88-435-455-460 
R88-435-460-465 
R88-435-465-470 
R88-435-470-475 

'R88-435-475-480 
R88-435-480-485 
R88-435-485-490 
R88-435-490-495 
R88-435-495-500 
R88-435-500-505 
R88-435-505-510 
R88-435-510-515 
R88-435-515-520 
R88-435-520-525 

'R88-435-525-530 
R88-435-530-535 
R88-435-535-540 
R88-435-540-545 
R88-435-545-550 
R88-435-550-555 

. R88~4~5~555~5~~ 
"R88-435-560~ 

~, 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

Au" 
0.016 
0.040-
0.020-
0.044-
0.0aa-
0.114-
0. 020 -
0. 030 -
0.020-
0. 032 -
0.036-
0.023-
0.027-
0. 030 -
0. 034 -
0.031-
0.028-
0.033-
0.015-
0.024-
0.024-
0. 032 -
0.043-
0. 038 -
0.032-
0.034-
0. 033-
0. 026 -
0.023-
0.030-
0 .195-
0. 359-
0. 015-
0.021-
0. 032-
0.033-
0. 033 -
0. 044-
0.041-
0. 052-
0.024-

-0.026-
0. 024 -

" 

" 



OCT 19 ’88 14:42 FROM BONDAR CLEGS LKLJD TO EROHM P A ij E . 00 1

BQNDAR-CLEGG, INC.
12980 W. CEDAR DRIVE 
LAKEWOOD, COLORADO B0258 
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